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OPERATING SYSTEM
Windows 7/8/10
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Descrlptlon Depth: 12m g
Example 2 Sampling method: Distutbed
. . o . fi DIN 18128 Soil type: Argillaceous marl
GGU-LIME - Evaluation and visualisation of rom et
Edited by: Meyer Date: 27.04.2011

tests to determine lime (CaCO3) content.

Capabilities: Sample designation 1:1 12 1.3
e Input of max. 24 individual tests Sample dry o -
e Lime content in percent or decimal Temperatur a: T o
presentation Aosclute ain ¥t e e ereers ;,Eﬂ w;;:m b
e Table layout according to the number vaiume sy R E— e g e g
. (zl;égséfa(gczﬁ;@Z;{;n[z%z?ﬁ/[l;Z [:(’1[2?()1 Volume at end of test [cm?] 8230 8250 | 8270
determined by the program and cakte [ | I
user-defined texts Dolomite [-] 0225 0.222 0.245
® Mean determination for each table Lime content -] 0.460 0444 0.489
® User-designed output sheet Moan valoe £] oA 0 S0 304

e Print or copy screen sections, e.g. for .
transfer to a word processor -

e Integrated Mini-CAD system for additional
annotation of graphics
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1
Depth: s.u. )
My town
Sampling method: disturbed
Example road
Sample taken on: 13.08.2018
Edited by: Ol Date: 17.08.2018
Fow  Heading Enier whal? [ 0K |
i : KRB 2
1 [Sanck designaicn [Sample desgretion | Concel |
Sample designation : e [ =] hem | (1,0-3,0m)
3 [Tompeaiee[T] Tengestue =] Mearsinio_|
Sample dry weight [g] LR ey e 027
5 [Voue aftes 0 econds i [Vame siter Mzec: ]
6 [Voume st endcl et fow]  [Vakme ol erdcf st
Temperature [°C] 7 [Caemm Cakche conlert =] 24.80
8 [Domier Dodanwe cortzet v
9 [Grecenen(y) Line ceetert =l
Absolute air pressure [kPa] i }M"“““l*l oen voheir] El 101.50
L ey e E
12 otz [Here -
3 n e e sl
Volume after 30 seconds [cm?] . xa :i i = 0.00
Volume at end of test [cm?] 30.00 27.00 33.50
Calcite [%] 0.00 0.00 0.00
Dolomite [%] 53.68 48.30 51.05
Lime content [%] 53.68 48.30 51.05
Mean value [%]1 51.01
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Report: 2018
Annex: 4

Lime content to DIN 18129

My town
Example road

Edited by: Ol

Date: 17.08.2018

Depth: s.u.

Sampling point: KRB 7 + KRB 8

Sampling method: disturbed

Sample taken on: 13.08.2018

Sample designation ( E_Rggm) ( ,(};F‘:Isa,gm) (1,0K-R:?,§m)
Sample dry weight [g] 0.23 0.23 0.27
Temperature [°C] 24.70 24.80 24.80
Absolute air pressure [kPa] 101.50 101.50 101.50
Volume after 30 seconds [cm?] 0.00 0.00 0.00
Volume at end of test [cm?3] 30.00 27.00 33.50
Calcite [%] 0.00 0.00 0.00
Dolomite [%] 53.68 48.30 51.05
Lime content [%] 53.68 48.30 51.05
Mean value [%] 51.01

Sample designation (o,ﬁ?sm) (o,sla(-Rc?,gm) (Ongl_:lal‘B‘g m)
Sample dry weight [g] 0.21 0.27 0.26
Temperature [°C] 25.00 25.00 25.00
Absolute air pressure [kPa] 101.60 101.60 101.60
Volume after 30 seconds [cm?3] 0.00 0.00 0.00
Volume at end of test [cm?] 28.20 35.80 39.20
Calcite [%] 0.00 0.00 0.00
Dolomite [%] 55.27 54.57 62.05
Lime content [%] 55.27 54.57 62.05
Mean value [%] 57.30

( Civilserve GmbH - Exclusive distribution GGU-Software )

Phone: +49 (0) 5492 - 60 99 99 6 - E-Mail: info@ggu-software.com




	Seite 1
	Seite 2

